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Publications

Carbon Structure
Activated Carbon

Imamura, Hayao and Yoshirou Takesue, Shinya Tabata, et al. "Hydrogen Storage Composites Obtained by
Mechanical Grinding of Magnesium with Graphite Carbon", Chemical Communications. no. 22. 1999.

Type: Location: consult public library or http://www.rsc.org
Lamari, Malek and Asdin Aoufi, Pierre Malbrunot. "Thermal Effects in Dynamic Storage of Hydrogen by
Adsorption", AIChE Journal. vol. 46, issue 3, p. 632-646. March 2000.

Type: journal article Location: consult public library or http://www.aiche.org
Fullerenes
Wang, J.C. and F.C. Chen, R.W. Murphy. "Thermal Management Technology for Hydrogen Storage: Fullerene
Option", DOE Hydrogen Program Review and Working Group Meetings. . May 28, 1996.

Type: conference Location: DOE OSTI, http://hyd.osti.gov
Wang, J.C. and R.W. Murphy, F.C. Chen, R.O. Loutfy, E. Veksler, W. Li. "Hydrogen Storage in Fullerenes and in
an Organic Hydride", US DOE Hydrogen Program Technical Review Meeting. . May 29, 1998.

Type: conference Location: DOE OSTI, http://hyd.osti.gov
Ye, Y. and C.C. Ahn, B. Fultz, J.J. Vajo, J.J. Zinck. "Hydrogen Adsorption and Phase Transitions in Fullerite",
Applied Physics Letters. vol. 77, n. 14, p. 2171-2173. October 2, 2000.

Type: journal article Location: consult public library or http://www.aip.org

Nanofibers

Cracknell, Roger F. . "Molecular Simulation of Hydrogen Adsorption in Graphitic Nanofibers", Physical

Chemistry Chemical Physics (Incorporating Faraday Transactions) . v. 3 no. 11 p. 2091-2097. 2001.
Type: Location: consult public library

Nanotubes

Ahn, C.C. and Y. Ye, B. Fultz, J. J. Vajo, and J. J. Zinck. "Hydrogen Storage in Single Walled Carbon Nanotubes",
Proceedings of the 10th Canadian Hydrogen Conference. p. 392-399. 2000.

Type: conference Location: Canadian Hydrogen Association, ISBN 0-9696869-5-1

Ahn, C.C. and Y. Ye, B. V. Ratnakumar, C. Witham, R. C. Bowman, Jr., B. Fultz. "Carbon as a High Capacity
Solid State Storage Medium for Hydrogen", Proceedings of the 14th Annual Battery Conference on Applications
and Devices. p. 67-71. Jan. 99.

Type: conference Location: IEEE 99TH8307

Brown, C.M. and T. Yildirim, D.A. Neuwmann, M.J. Heben, T. Gennett, A.C. Dillon, J.L. Alleman, J.E. Fischer.
"Quantum Rotation of Hydrogen in Single-wall Carbon Nanotubes", Chemical Physics Letters. 329, 311-316.

Type: journal article Location: consult public library or http://www.elsevier.com
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Dillon, A.C. and M.J. Heben. "Hydrogen Storage Using Carbon Adsorbents: Past, Present, and Future", Applied
Physics A. 72, 133-142. 2001.

Type: journal article Location: consult public library or http://link.springer.de

Dillon, A.C. and P.A. Parilla, J.L. Alleman, J.D. Perkins, M.J. Heben. "Controlling Single-Wall Carbon Nanotubes
Diameters with Variation in Laser Pulse Power", Chemical Physics Letters. 316, p. 13-18. 2000.

Type: Location: consult public library or http://www.elsevier.com

Dillon, A.C. and T. Gennett, K.M. Jones, J.L. Alleman, P.A. Parilla, M.J. Heben. "A Simple and Complete
Purification of Single-walled Carbon Nanotube Materials", Advanced Materials. 11, 1354-1358. 1999.

Type: Location: consult public library or
http://www.interscience.wiley.com
Gennett, T. and A.C. Dillon, J.L. Alleman, K.M. Jones, F.S. Hasoon, M.J. Heben. "Formation of Single-Wall
Carbon Nanotube Superbundles", Chemistry of Materials. v. 12, p. 599-601. 2000.
Type: Location: consult public library or
http://pubs.acs.org/journals/cmatex/
Lee, Seung Mi and Young Hee Lee. "Hydrogen Storage in Single-Walled Carbon Nanotubes", Applied Physics
Letters. v. 76, n. 20, p. 2877-2879. May 15, 2000.

Type: journal article Location: consult public library or http://www.aip.org

Liu, C. and Y.Y. Fan, M. Liu, H.T. Cong, H.M. Cheng, M.S. Dresselhaus. "Hydrogen Storage in Single-Walled
Carbon Nanotubes at Room Temperature", Science Magazine. v. 286, n. 5442, p. 1127-1129. Nov. 5, 1999.

Type: journal article Location: consult public library or http://www.sciencemag.org/

Nutzenadel, C. and A. Zuttel, L. Schlapbach. "Electrochemical Storage of Hydrogen in Carbon Single Wall
Nanotubes", AIP Conference Proceedings. n. 486, p. 462-465. 1999.

Type: conference Location: consult public library

Rzepka, M. and P. Lamp, M. A. de la Casa-Lillo. "Physisorption of Hydrogen on Microporous Carbon and
Carbon Nanotubes", Journal of Physical Chemistry B. 102, p. 10894-10898. 1998.

Type: journal article Location: consult public library or http://pubs.acs.org

Skolnik, E.G.. "Carbon Nanotubes for Hydrogen Storage as Being Studied by the National Renewable Energy
Laboratory", DOE Office of Scientific and Technical Information. . Aug. 1, 1997.

Type: technical report Location: DOE OSTI, http://hyd.osti.gov
Skolnik, E.G.. "Hydrogen Storage in Carbon Nanofibers as Being Studied by Northeastern University", DOE
Office of Scientific and Technical Information. . June 1, 1997.

Type: technical report Location: DOE OSTIL http://hyd.osti.gov

Ye, Y. and C. C. Ahn, C. Witham, B. Fultz, J. Liu, A. G. Rinzler, D. Colbert, K. A. Smith, R. E. Smalley.
"Hydrogen Adsorption and Cohesive Energy of Single-walled Carbon Nanotubes", Applied Physics Letters. v.
74, n. 16, p. 2307-2309. April 19, 1999.

Type: journal article Location: consult public library or http://www.aip.org
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Zhu, H. W. and A. Chen, Z.Q. Mao, et al. "The Effect of Surface Treatments on Hydrogen Storage of Carbon
Nanotubes", Journal of Materials Science Letters . v. 19 no. 14 p. 1237-1239. 2000.

Type: journal article Location: consult public library or http://www.kluweronline.com

Hydride
Metal Hydride
Arthur D. Little, Inc.. "Stationary Storage and Purification of Hydrogen Using Nickel-Coated Magnesium
Powder", DOE Office of Scientific and Technical Information. . Dec. 30, 1999.

Type: technical report Location: DOE OSTL http://hyd.osti.gov
Bentzen, J. J. and A.S. Pedersen, J. Kjoller. "Screening of Hydrogen Storage Media Applying High Pressure
Thermogravimetry", Journal of Thermal Analysis and Calorimetry. v. 64 no. 3 p. 859-866. 2001.

Type: journal article Location: consult public library or http://www.kluweronline.com
Bereznitsky, M. and J. Bloch, M.H. Mintz, L. Jacob. "Variation of Hydriding Kinetic Properties in Massive

Samples of the LaAl(x)Ni(5-x) System as a Function of the Al Content", Journal of Alloys and Compounds. v.
307, p. 333-337. 2000.

Type: journal article Location: consult public library or http://www.elsevier.com
Bertheville, B. and K. Yvon. "Ca(19)Mg(8)H(54), A New Salt-like Ternary Metal Hydride", Journal of Alloys
and Compounds. v. 290, n. 1-2, p. L8-L10. 1999.

Type: journal article Location: consult public library or http://www.elsevier.com
Bobet, Jean-Louis and Stanisles Pechev, Bernard Chevalier, et al. "Preparation of Mg(2)Co Alloy by Mechanical

Alloying. Effects of the Synthesis Conditions on the Hydrogenation Characteristics", Journal of Materials
Chemistry. v. 9 no. 1. 1999.

Type: journal article Location: consult public library or http://www.rsc.org
Bobet, J-L. and B. Darriet. "Relationship Between Hydrogen Sorption Properties and Crystallography for
TiMn(2) Based Alloys", International Journal of Hydrogen Energy. v. 25, no. 8, p.767-72. 2000.

Type: journal article Location: consult public library or http://www.elsevier.com
Bogdanovic, B. and M. Schwickardi. "Ti-doped Alkali Metal Aluminum Hydrides as postential Novel Reversible
Hydrogen Storage Materials", Journal of Alloys and Compounds. v. 253-254, n. 1-2, p. 1-9. May 1997.

Type: journal article Location: consult public library or http://www.elsevier.com
Bogdanovic, Borislav and Richard A. Brand, Ankica Marjanovic, Manfred Schwickardi, Joachim Tolle. "Metal-

doped Sodium Aluminum Hydrides as Potential New Hydrogen Storage Materials", Journal of Alloys and
Compounds. 302, p. 36-58. 2000.

Type: journal article Location: consult public library or http://www.elsevier.com

Botz, M. and B. Bertheville, K. Yvon, E.R. Movlaev, N. Verbetsky, F. Fauth. "Mg(3)NmH(7), Containing the First
Known Hexahydridomanganese(I) Complex", Journal of Alloys and Compounds. 279, L8-L10. 1998.

Type: journal article Location: consult public library or http://www.elsevier.com
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Chiang, C.-H. and Z.-H. Chin, T.-P. Perng. "Hydrogenation of TiFe by High-energy Ball Milling", Journal of
Alloys and Compounds. v. 307, p. 259-265. 2000.

Type: journal article Location: consult public library or http://www.elsevier.com

Cho, Sung-Wook and Hirotoshi enoki, Etsuo Akiba. "Effect of Fe Addition on Hydrogen Storage Characteristics of
Ti(0.16)Zr(0.05)Cr(0.22)V(0.57) Alloy", Journal of Alloys and Compounds. v. 307, 304-310. 2000.

Type: journal article Location: consult public library or http://www.elsevier.com

Dakka, Mohammed I.S. Abu and I.P. Jain. "Comparative Study of Hydrogen in La(28.9)Ni(67.55)Si(3.55) and
LaNi(5)", International Journal of Hydrogen Energy. v. 25, no. 8, p.773-77. 2000.

Type: journal article Location: consult public library or http://www.elsevier.com

Dehouche, A. and S. Boily, R. Djaozandry, J. Huot, J. Goyette, R.K. Bose, R. Schulz. "Evaluation Techniques of
Cycling Effect on Thermodynamic and Crystal Structure Properties of Mg(2)Ni Alloy", Journal of Alloys and
Compounds. v. 288, n. 1-2, p. 269-276. June 29, 1999.

Type: journal article Location: consult public library or http://www.elsevier.com

Domschke, T. and E. Schutt, I. Haas. "Research on Kinetics of Hydrogen Sorption in Low-Temperature Metal
Hydrides", International Journal of Hydrogen Energy. v. 14, n. 9, p. 671-676. 1989.

Type: journal article Location: consult public library or http://www.elsevier.com

Domschke, T. and T. Nietsch, E. Schutt. "The Temperature-dependence of Hydrogen Sorption in Metal
Hydrides", Journal of Hydrogen Energy. v. 16, n. 4, p. 255-263. 1991.

Type: journal article Location: consult public library or http://www.elsevier.com

Eliaz, N. and Eliezer, D. . "An Overview of Hydrogen Interaction with Amorphous Alloys", Advanced
Performance Materials. v. 6 no. 1. 1999.

Type: Location: consult public library

Esayed, Adel. "Metal Hydrides", Energy Sources. v. 23 no. 3 p. 257-265. 2001.
Type: Location: consult public library

Feucht, K. and W. Hurich, N. Komoschinski, R. Povel. "Hydrogen Drive for Road Vehicles- Results from the
Fleet Test Run in Berlin", International Journal of Hydrogen. v. 13, n. 4, p. 243-250. 1988.

Type: journal article Location: consult public library or http://www.elsevier.com
Gingl, F. and K. Yvon, T. Vogt, A. Hewat. "Synthesis and Crystal Structure of Tetragonal LnMg(2)H(7) (Ln=La,

Ce), Two Laves Phase Hydride Derivatives Having Ordered Hydrogen Distribution", Journal of Alloys and
Compounds. v. 253-254, p. 313-317. 1997.

Type: journal article Location: consult public library or http://www.elsevier.com

Gingl, F. and L. Gelato, K. Yvon. "The Hydride Fluoride Crystal Structure Database, HFD", Journal of Alloys
and Compounds. v. 253-254, p. 286-290. 1997.

Type: journal article Location: consult public library or http://www.elsevier.com
Gross, K.J and G.J. Thomas, C.M. Jensen. "Catalyzed Alanates for Hydrogen Storage", Proceedings of the
International Symposium on Metal Hydrogen Systems. . Oct. 2000.

Type: conference Location:
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Gross, K.J. and D. Chartouni, F. Fauth. "A New Hexagonal Laves Phase Deuteride CeMn(1.5)A1(0.5)D(x,
0<x<4), Investigated by In situ Neutron Diffraction", Journal of Alloys and Compounds. 306, p. 203-218. 2000.

Type: journal article Location: consult public library or http://www.elsevier.com

Gross, K.J. and S.C. Guthrie, S. Takara, G.J. Thomas. "In-situ X-Ray Diffraction Study of the Decomposition of
NaAIH(4)", Journal of Alloys and Compounds. 297. 2000.

Type: journal article Location: consult public library or http://www.elsevier.com

Gross, Karl and G. Sandrock, G. Thomas. "Dynamic In-situ X-ray Diffraction of Catalyzed Alanates", DOE
Office of Scientific and Technical Information. . Nov. 1, 2000.

Type: conference Location: DOE OSTI, http://hyd.osti.gov

Guther, V. and A. Otto. "Recent Developments in Hydrogen Storage Applications Based on Metal Hydrides",
Journal of Alloys and Compounds. 293-295, p. 889-892. 1999.

Type: journal article Location: consult public library or http://www.elsevier.com

Guthrie, S.E. and G.J Thomas. "A Novel Process for Fabricating Mg(2)Ni", 1998 Society for the Advancement
of Material and Processing Engineering. . May 1, 1998.

Type: conference Location: DOE OSTI, http://hyd.osti.gov

Guthrie, S.E. and G.J. Thomas, N.Y.C. Yang, W. Bauer. "The Development of Lightweight Hydride Alloys
Based on Magnesium", DOE Office of Scientific and Technical Information. . Feb. 1, 1996.

Type: technical report Location: DOE OSTI, http://hyd.osti.gov

Heung, L.K.. "On-Board Hydrogen Storage for a City Bus", Proceedings of the 9th Annual U.S. Hydrogen
Meeting. . March 1, 1998.

Type: conference Location: DOE OSTIL, http://hyd.osti.gov

Heung, L.K.. "On-board Hydrogen Storage System Using Metal Hydride", Hypothesis 2: Symposium on
Hydrogen Power Theoretical and Engineering Solutions. . July 1, 1997.

Type: conference Location: DOE OSTL http://hyd.osti.gov

Holtz, R. L and Imam, M. A.. "Hydrogen Storage Capacity of Submicron Magnesium-Nickel Alloys", Journal of
Materials Science. v. 32 no. 9. 1997.

Type: journal article Location: consult public library or http://coral.dir.bg/home.htm

Holtz, R. L.and Imam, M. A.. "Hydrogen Storage Characteristics of Ball-Milled Magnesium-Nickel and
Magnesium-Iron Alloys", Journal of Materials Science. v. 34 no. 11. 1999.

Type: journal article Location: consult public library or http://coral.dir.bg/home.htm
Jensen, Craig and Ragaiy Zidan, Nathan Mariels, Allan Hee, Chrystel Hagen. "Advanced Titanium Doping of

Sodium Aluminum hydride: Segue to a Practical Hydrogen Storage Material?", International Journal of
Hydrogen Energy. 24, p. 461. 1999.

Type: journal article Location: consult public library or http://www.elsevier.com

Jensen, Craig M.. "Iridium PCP Pincer Complexes: Highly Active and Robust Catalysts for Novel Homogeneous
Aliphatic Dehydrogenations", Journal of the Chemical Society, Chemical Communications. 2443. 1999.

Type: journal article Location: consult public library or http://www.rsc.org
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Jensen, Craig M. and Karl J. Gross. "Development of Catalytically Enhanced Sodium Aluminum Hydride as a
Hydrogen Storage Material", Applied Physics A. 72, 213.2001.

Type: Location: consult public library or http://link.springer.de

Jurczyk, M.. "Hydrogen Storage Properties of Amorphous and Nanocrystalline NmNi(4.2)Al1(0.8) Alloys",
Journal of Alloys and Compounds. v. 307, p. 279-282. 2000.

Type: journal article Location: consult public library or http://www.elsevier.com

Khrussanova, M. and J.-L. Bobet, M. Terzieva, B. Chevalier, D. Radev, P. Peshev, B. Darriet. "Hydrogen
Storage Characteristics of Magnesium Mechanically Alloyed with YNi(5-x)Al(x) (x=0, 1 and 3) Intermetallics",
Journal of Alloys and Compounds. v. 307, p. 283-289. 2000.

Type: journal article Location: consult public library or http://www.elsevier.com

Levesque, S. and M. Ciureanu, R. Roberge, Theodore Motyka. "Hydrogen Storage for Fuel Cell Systems with
Stationary Applications- I. Transient Measurement Technique for Packed Bed Evaluation", International Journal
of Hydrogen Energy. v. 25, no. 11, p.1095-1105. 2000.

Type: journal article Location: consult public library or http://www.elsevier.com

Lewis, F.A.. "Structural Alterations of Metals in the Generation, Distribution and Storage of Hydrogen",
International Journal of Hydrogen Energy. v. 12, n. 9, p. 643-655. 1987.

Type: journal article Location: consult public library or http://www.elsevier.com

Li, Liquan; Akiyama, Tomohiro; and Yagi, Jun-ichiro . "Production of Hydrogen Storage Alloy of Mg(2)NiH(4)
by Hydriding Combustion Synthesis in Laboratory Scale", Journal of Materials Synthesis and Processing. v. 8
no. 1 p. 7-14. 2000.

Type: journal article Location: consult public library or http://www kluweronline.com
Liu, Fuchen and Esther B. Pak, Bharat Singh, Craig M. Jensen, Alan S. Goldman. "Dehydrogenation of n-Alkanes

Catalyzed by Iridium Pincer Complexes: Regioselective Formation of Alpha-Olefins", Journal of the American
Chemical Society. 121, p. 4086. 1999.

Type: journal article Location: consult public library or http://pubs.acs.org
Ma, Jianxin and Hongge Pan, Xinhua Wang, Changpin Chen, Qidong Wang. "Hydrogen Storage Properties of

FeTi(1.3) + x wt%Mm (x=0.0, 1.5, 3.0, 4.5, 6.0) Hydrogen Storage Alloys", International Journal of Hydrogen
Energy. v. 25, no. 8, p. 779-82. 2000.

Type: journal article Location: consult public library or http://www.elsevier.com
Malinowski, M.E. and K.D. Stewart. "Modular Hydride Beds for Mobile Applications", DOE Office of Scientific
and Technical Information. . Aug. 1, 1997.

Type: technical report Location: DOE OSTI, http://hyd.osti.gov
Marinescu-Pasoi, L. and U. Behrens, G. Langer, W. Gramatte, A.K. Rastogi, R.E. Schmitt. "Hydrogen Metal

Hydride Stroage with Integrated Catalytic Recombiner for Mobile Application", International Journal of
Hydrogen Energy. v. 16, n. 6, p. 407-412. 1991.

Type: journal article Location: consult public library or http://www.elsevier.com
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Morales-Morales, David and Christian Grause, Kristie Kasaoko, Rocio Redon, Roger E. Cramer, Craig M.
Jensen. "Highly Efficient and Regioselective Production of Trisubstituted Alkenes Through Heck Couplings
Catalyzed by a Palladium Phosphinito Pincer Complex", Inorganica Chimica Acta. 300-302, 958. 2000.

Type: Location:
Morales-Morales, David and Do Weon Lee, Zhaohui Wang, Craig M. Jensen. "Oxidatiive Addition of Water by

an Iridium PCP Pincer Complex: Catalytic Dehydrogenation of Alkanes by IrH(OH){C6H3-2,6-
(CH2PBut2)2}", Organometalics. 20, 1143. 2001.

Type: Location: consult public library or http://pubs.acs.org
Morales-Morales, David and Rocio Redon, Zhaohui Wang, Do W. Lee, Cathleen Yung, Kevin Magnuson, Craig

M. Jensen. "Selective Dehydrogenation of Primary and Secondary Alcohols to Aldehydes and Ketones
Catalyzed by a Dihydrido Iridium PCP Pincer Complex", Journal of the Canadian Chemical Society. 79, 823.

Type: Location:
Nakagawa, T. and A. Inomata, H. Aoki, T. Miura. "Numerical Analysis of Heat and Mass Transfer

Characteristics in the Metal Hydride Bed [for Hydrogen Storage]", International Journal of Hydrogen Energy. v.
25,n. 4, p. 339-350. April 2000.

Type: journal article Location: consult public library or http://www.elsevier.com
Nishimiya, N. and A. Suzuki, S. Ono. "A Novel Batch-type Hydrogen Transmitting System", International
Journal of Hydrogen Energy. v. 7, n. 9, p. 741-750. 1982.

Type: journal article Location: consult public library or http://www.elsevier.com
Nishimura, K. and C. Inazumi, K. Oguro, I. Uehara, y. Itoh, S. Fujitani, I. Yonezu. "Simulation and Evaluation of

a Hydrogen Storage System Using Hydrogen Storage Alloy for a Chemical CO(2) Fixation and Utilization
System", International Journal of Hydrogen Energy. 25, p. 1087-1093. 2000.

Type: journal article Location: consult public library or http://www.elsevier.com
Nishimura, K. and C. Inazumi, K. Oguro, I. Uehara, Y. Itoh, S. Fujitani, I. Yonezu. "Simulation and Evaluation of

a Hydrogen Storage System Using Hydrogen Storage Alloy for a Chemical CO(2) Fixation and Utilization
System", International Journal of Hydrogen Energy. v. 25, no. 11, p.1087-93. 2000.

Type: journal article Location: consult public library or http://www.elsevier.com

Nutzenadel, C. and A. Zuttel, D. Chartouni, G. Schmid, L. Schlapbach. "Critical Size and Surface Effect of the
Hydrogen Interaction of Palladium Clusters", European Physical Journal D. v. 8, n. 2, p. 245-250. Feb. 2000.

Type: journal article Location: consult public library or http://www.edpsciences.org

Pal, K.. "Synthesis Characterization and Hydrogen Absorption Studies of the Composite Materials La(2)Mg(17-
x) wt% LaNi(5)", Journal of Materials Science. v. 32 no. 19. 1997.

Type: journal article Location: consult public library or http://coral.dir.bg/home.htm

Sandrock, G.. "A Panoramic Overview of Hydrogen Storage Alloys from a Gas Reaction Point of View",
Journal of Alloys and Compounds. 293-295, 877-888. 1999.

Type: journal article Location: consult public library or http://www.elsevier.com
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Sandrock, G. and G. Thomas. "Metal Hydrides and Carbon for Hydrogen Storage: International R&D Activities
under Task 12 of the IEA Hydrogen Implementing Agreement", Proceedings of the 9th Candian Hydrogen
Conference. p. 94. 1999.

Type: conference Location:

Sapru, K.. "Develop Improved Metal Hydride Technology for the Storage of Hydrogen", DOE Office of
Scientific and Technical Information. . Dec. 4, 1998.

Type: technical report Location: DOE OSTI, http://hyd.osti.gov

Schulz, R. and G. Lalande, J. Huot, S. Boily, M.C. Denis, S. Bouzricha, D. Guay, J.P. Dodelet. "Porous
nanocrystalline Alloys Prepared by High Energy Ball Milling", Materials Science Forum. v. 269-272, pt. 2, p.
1055-1060. 1998.

Type: journal article Location: consult public library or http://www.ttp.net
Shulz, R. and J. Huot, G. Liang, S. Boily, G. Lalande, M.C. Denis, J.P. Dodelet. "Recent Developments in the

Applications of Nanocrystalline Materials to Hydrogen Technologies", Materials Science & Engineering A
(Structural Materials: Properties, Microstructure and Processing. v. A267, n. 2, p. 240-245. July 1999.

Type: journal article Location: consult public library or http://www.elsevier.nl
Simonovic, B.R. and S. Mentus, M.V. Susic. "Kinetics of Tantalum Hydriding: The Effect of Palladization",
International Journal of Hydrogen Energy. v. 25, no. 11, p.1069-73. 2000.

Type: journal article Location: consult public library or http://www.elsevier.com
Sivakumar, R. and S. Ramamprabhu, K.V.S. Rama Rao, Bodo Mayer, P.C. Schmidt. "Hydrogen Absorption-

Desorption Characteristics, Kinetics of Hydrogen Absorption and Thermodynamics of Dissolved Hydrogen in
Z1(0.1)Tb(0.9)Fe(1.5)Co(1.5)", Journal of Alloys and Compounds. v. 302, p. 146-154. 2000.

Type: journal article Location: consult public library or http://www.elsevier.com
Spatz, P. and K. Gross, A. Zuttel, F. Fauth, P. Fischer, L. Schlapbach. "CdMnAIH(x), a New Metal Hydride",
Journal of Alloys and Compounds. 261, p. 263-268. 1997.

Type: journal article Location: consult public library or http://www.elsevier.com
Spatz, P. and K.J. Gross, A. Zuttel, L. Schlapbach. "Hydriding Properties of Ce(Mn, Al)(2) and Ce(Fe, Al)(2)
Intermetallic Compounds", Journal of Alloys and Compounds. 260, p. 211-216. 1997.

Type: journal article Location: consult public library or http://www.elsevier.com
Srivastava, Sumita and O.N. Srivastava. "Hydrogenation Behaviour with Regard to Storage Capacity, Kinetics,

Stability and Thermodynamic Behaviour of Hydrogen Storage Composite Alloys", Journal of Alloys and
Compounds. v. 290, p. 250-256. 1999.

Type: journal article Location: consult public library or http://www.elsevier.com

Stroud, R. M. and A. M. Viano, P. C. Gibbons, K. F. Kelton, S.T. Misture. "Stable Ti-based Quasicrystal Offers
Prospect for Improved Hydrogen Storage", Applied Physics Letters. v. 69, n. 20, p. 2998-3000. Nov. 11, 1996.

Type: journal article Location: consult public library or http://www.aip.org

Sun, L. and H. Liu, D.H. Bradhurst, et al. "Formation of FeTi Hydrogen Storage Alloys by Ball-milling", Journal
of Materials Science Letters. v. 17 no. 21. 1998.

Type: journal article Location: consult public library or http://www.kluweronline.com
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Tanaka, H. and H. Miyamura, N. Kuriyama, T. Sakai, I. Uehara. "Hydriding Behavior of Pseudobinary CaAl(2-
x)M(x) (M=B, Si, 0 < or =x <or = 1) Alloys", Journal of Alloys and Compounds. v. 231, n. 1-2, p. 675-678.
Dec. 15, 1995.

Type: journal article Location: consult public library or http://www.elsevier.com
Thomas, G.J. and K.J. Gross, N.Y.C. Yang, C. Jensen. "Microstructural Characterization of Catalyzed
NaAlH(4)", Proceedings of the International Symposium on Metal Hydrogen Systems. . Oct. 1, 2000.

Type: conference Location: DOE OSTI, http://hyd.osti.gov
Topler, J. and O. Bernauer, H. Buchner, H. Saufferer. "Development of Hydrides for Motor Vehicles", Journal
of the Less-Common Metals. v. 89, n. 2, p. 519-526. 1983.

Type: journal article Location: consult public library or http://www.elsevier.com
Viano, Majzoub and Stroud et al. "Hydrogen Absorption and Storage in Quasicrystalline and Related Ti-Zr-Ni
Alloys", Philosophical Magazine. v. 78 no. 1 p. 131-142. 1998.

Type: Location: consult public library
Wang, X.-L. and S. Suda. "Surface Characteristics of Fluorinated Hydriding Alloys", Journal of Alloys and
Compounds. 231, p. 380-386. 1995.

Type: journal article Location: consult public library or http://www.elsevier.com
Yukawa, H. and T. Matsumura, M. Moringa. "Chemical Bond State and Hydride Stability of Hydrogen Storage
Alloys", Journal of Alloys and Compounds. v. 293-295, p. 227-230. Dec. 1999.

Type: journal article Location: consult public library or http://www.elsevier.com
Zaluska, A. and L. Zaluska, J.O. Strom-Olsen. "Lithium-beryllium Hydrides: The Lightest Reversible Metal
Hydrides", Journal of Alloys and Compounds. v. 307, p. 157-166. 2000.

Type: journal article Location: consult public library or http://www.elsevier.com
Zaluska, L. and A. Zaluska, Strom-Olsen. "Hydrogenation Properties of Complex Alkali Metal Hydrides
Fabricated by Mechano-Chemical Synthesis", Journal of Alloys and Compounds. v. 290, p. 71-78. 1999.

Type: journal article Location: consult public library or http://www.elsevier.com
Zavaliy, 1.Yu. and V.K. Pecharsky, G.J. Miller, L.G. Akselrud. "Hydrogenation of Zr(6)MeX(2) Intermetallic

Compounds (Me=Fe, Co, Ni; X=Al, Ga, Sn): Crystallographic and Theoretical Analysis", Journal of Alloys and
Compounds. 283, p. 106-116. 1999.

Type: journal article Location: consult public library or http://www.elsevier.com

Zidan, Ragaiy and Satoshi Takara, Allan G. Hee, Craig M. Jensen. "Hydrogen Cycling Behavior of Zirconium
and Titanium-Zirconium Doped Sodium Aluminum Hydride", Journal of Alloys and Compounds. 285, p. 119.

Type: journal article Location: consult public library or http://www.elsevier.com
Metal Hydride for Hydrolysis

Breault, R. W. and J. Rolfe, A. McClaine. "Hydrogen Transmission/Storage with a Chemical Hydride/Organic
Slurry", 9th Canadian Hydrogen Conference. . Feb. 1999.

Type: conference Location:
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Breault, R.W. and A.W. McClaine, J. Rolfe, C. Larsen. "Sustainable Hydrogen for the Hydrogen Economy",
218th American Chemical Society Division of Fuel Chemistry Symposia. v. 44, n. 4. Aug. 22-26, 1999.

Type: conference Location:

Breault, R.W. and C. Larson, J. Rolfe. "Hydrogen for a PEM Fuel Cell Vehicle Using a Chemical-Hydride
Slurry", 10th National Hydrogen Association Conference. . April 1999.

Type: conference Location:

Breault, R.W. and J. Rolfe. "Chemical Hydride Hydrogen Storage Canisters for DOD Fuel Cell Applications",
10th National Hydrogen Association Conference. . April 1999.

Type: conference Location:

Breault, R.W. and J. Rolfe, A. McClaine. "Hydrogen for the Hydrogen Economy", 24th Coal Utilization and Fuel
Systems Conference. . March 1999.

Type: conference Location:
Kong, V.C.Y. and F.R. Foulkes, D.W. Kirk, J.T. Hinatsu. "Development of Hydrogen Storage for Fuel Cell

Generators: Hydrogen Generation Using Hydrolysis Hydrides", International Journal of Hydrogen Energy. vo..
24, Issue 7, p. 665-675. July 1, 1999.

Type: journal article Location: consult public library or http://www.elsevier.com

Physical Storage
Compressed Gas

Halvorson, T. and J.E. Shelby, Jr.. "Controlled Permeation of Hydrogen Through Glass", DOE Office of
Scientific and Technical Information. . March 1, 1998.

Type: technical report Location: DOE OSTI, http://hyd.osti.gov
Mitlisky, F. and A.H. Weisberg, B. Myers, et. Al. "Water rocket- Electroysis Propulsion and Fuel Cell Power",
AIAA Space Technology Conference, AIAA-99-4609. . Sept. 1999.

Type: conference Location:
Mitlisky, F. and B. Myers, A.H. Weisberg. "Vehicular Hydrogen Storage Using Lightweight Tanks", U.S. DOE
Hydrogen Program 1999 Annual Review Meeting. . June 1, 1999.

Type: conference Location: DOE OSTL http://hyd.osti.gov
Mitlisky, F. and B. Myers, A.H. Weisberg, T.M. Molter, W.F. Smith. "Reversible (Unitized) PEM Fuel Cell
Devices", Portable Fuel Cells International Conference. p. 3-16. June 1999.

Type: conference Location:
Mitlisky, F. and B. Myers, A.H. Weisberg, T.M. Molter, W.F. Smith. "Reversible (Unitized) PEM Fuel Cell
Devices", Fuel Cells Bulletin. n. 11. Aug. 1999.

Type: article Location:
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Liquid Compressed Cryogenic

Kamiya, S. and K. Onishi, E. Kawago, K. Nishigaki. "A Large Experimental Apparatus for Measuring Thermal
Conductance of LH(2) Storage Tank Insulations", Cryogenics. 40, p. 35-44. 2000.

Type: journal article Location: consult public library
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